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froversy surrounding the electronic structure of many of these
materials.f\

We report on the first stage of a joint university-industry,
theoretical and experimental investigation of these effects

in chromium chalcogenide spinels, particularly CdCr;Se,.

This

effort has involved a comprehensive investigation of their
electronic structure, including an OPW band structure calcula-
tion and experimental photoluminescence and photoemission

measurements.

Apparatus has been constructed to characterize optomagnetism

of high
have
theor-
has
coupling

using magneto-optic effects. Techniques for the growth
quality, single crystal samples of CdCr,Se, and CACr Sy
been developed and high quality crystals produced. The
etical investigation of magnetic coupling in Cr spinels
resulted in new insights into the ground state magnetic
of these materials.
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Section 1
INTRODUCTION

Over the past three decades considerable progress has been made in the
understanding of wide band metals and semiconductors. For materials contain-
ing narrow bands, however, the situation is quite different: in most
instances the transport properties are not well understood and in a
surprisingly large number of cases the electronic structure is still the
subject of controversy. Belonging to this class of materials are magnetic
semiconductors which are both of great physical interest and potentially
of considerable technological importance. Typically, in these materials a
rare earth or transition metal constituent contributes narrow bands either
in addition to or instead of the wide, high mobility, s and p bands. These
narrow £ or d bands also result in magnetism and the magnetic and electronic
properties of these materials are closely coupled. It is this interaction
of the magnetic and electronic systems which gives rise to optically
induced magnetization changes, the optomagnetic effect. The probable
mechanism involves interband transitions which generate a significant
carrier concentration which in turn alters the magnetic coupling via the
RKKY interaction.

For more than a decade there has been considerable interest in the
nature of magnetic coupling in semiconductors and how it is affected by
illumination. We selected as the primary materials for the investiga-
tion of this subject the chromium chalcogenide spinel family of magnetic
semiconductors which have the formula ACrzx4 (A=2Zn, Cd, Hg; X=8, Se, Te).
Among the reasons for this choice are the strong interaction between their
electronic and magnetic systems and the observation of optomagnetic effects
in CdCrZSe4. The work reported here concerns only the two best known
Cr spinels, CdCrZSe4 and CdCrZS4.

Although chromium chalcogenide spinels, particularly CdCrZSe4 and
CdCr254, have been extensively studied they are still poorly understood.
The bulk of the work has been on two phenomena involving the coupling
between the magnetic and electronic systems. The first concerns transport

properties near the Curie temperature where resistivity and Seebeck
1,3

1,2 are observed

coefficient anomalies and negative magnetoresistance
for n-type material. The second deals with the temperature and magnetic
ordering dependent shifts of optical transitions.4 These effects are

manifestations of the influence magnetic ordering has upon the position
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of the electronic states as well as the mobility of the excitations

occupying them. The converse effect is the influence the electron and
hole concentration have upon the magnetization and ordering temperature.

This has been observed both as an equilibrium process through the dependence

5:6 and as a transient process

7

of the Curie temperature upon doping level
in which optical excitation produces changes in magnetization.
* Although several explanations of these effects have been proposed,
none have been verified due to the lack of definitive experiments. Another
stumbling block is that theoretical treatments require at least a qualita-
tive knowledge of the electronic structure. The latter, however, has
remained controversial due to the difficulty »f interpreting the experiments
and, until recently, the absence of band structure calculations. This
situation has motivated us to undertake a self-contained program in which
theory and experiment are to be done for both the optomagnetic effect
and the basic electronic structure. The technical personnel who partici-~
pated in this program are listed in Table 1.

TABLE 1

RESEARCH PERSONNEL

Name Affiliation

Dr. A. Lempicki GTE Laboratories (part time)

Dr. W.J. Miniscalco GTE Laboratories (full time)

Dr. E.J. Johnson GTE Laboratories (part time)

Dr. B.C. McCollum GTE Laboratories (part time)

Dr. S. Nettel RPI (part time)

N. Sanford RPI (graduate student, full time)
Dr. R. Davies U. of Lowell and GTE laboratories

(part time)

Dr. R. Gamache U. of Lowell (research associate,
part time)
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SECTION 2
RESEARCH OBJECTIVES

The program was divided into three efforts conducted by closely
interacting research groups. The experimental work was conducted at GTE
Laboratories while the theoretical investigations were performed at the

University of Lowell and Rensselaer Polytechnic Institute (RPI).

2.1 EXPERIMENTAL EFFORT AT GTE LABORATORIES
1. Optical investigation of the electronic structure of Cr spinels.
2, Synchrotron radiation photoemission investigation of electronic
structure.
3. Opto-magnetic measurements.
4. Growth and characterization of pure and doped Cr spinel crystals.
5. Investigation of other promising magnetic semiconductors.

2.2 RELATIVISTIC BAND STRUCTURE CALCULATION AT LOWELL

. Work out group theory for spinel structure.

. Assembly and' debugging of relativistic OPW program.

. Preliminary runs on known materials.

Preliminary band structure determination for CdCrZSe4.
Extension of results using k.p perturbation theory.

.

- SN B S VS I SR
.

Programming for self-consistent calculation.

2.3 THEORETICAL EFFORT AT RPI
1. Investigate interrelationship of various indirect magnetic
coupling schemes.

2. Investigate effect of spin-orbit coupling on conventional
Heisenberg interaction.

3. Relate experimental observables to theory.

4. Develop quantitative theory of opto-magnetic effects.
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SECTION 3
EXPERIMENTAL EFFORT AT GTE LABORATORIES

3.1 OPTICAL INVESTIGATION OF THE ELECTRONIC STRUCTURE OF Cr SPINELS

In addition to wide conduction and valence bands, chromium chalcogenide
spinels contain narrow bands derived from the Cr 3d states. Two basic
questions for such materials are what is the size of the fundamental gap
{(here defined as extending from the top of the valence band to the bottom
of the conduction band), and where are the d-bands located relative to the
wide bands and the Fermi level? Since the Cr sites have octahedral
symmetry the d-states split (neglecting spin) into a three-fold degenerate
t2g level and a two-fold degenerate eq level. To determine which of the
four possible electronic structures illustrated in Figure 1 is correct,
we undertook a series of photoluminescence and photoemission experiments.
These investigations have revealed that the electronic structure of
CdCtzse4 and CdCrzs4 is that shown in Figure 2.

Our photoluminescence measurements resolved the long-standing con-
troversy over the assignment of the valence band to conduction band
transition and the size of the fundamental gap.8 A reprint describing the
work on CdCrZSe4 has been included as Appendix A. Optical technigues had
located a large number of transitions but no consensus as to their identity
had been arrived at. Although we are the first to report photoluminescence

1 A
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Figure 1. The four possible electronic structures for chromium chalcogenide
- . spinels. The shaded states are occupied; the unshaded are

unoccupied. Only the parallel spin d-bands are shown since the

antiparallel ones are at much higher energy due to intra-Cr

exchange. _J
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Figure 2. The correct electronic structure of CdCrSeq and CACr2S4 based
upon photoluminescence and photoemission measurements. The
fundamental gap (Ec-Ev) is 1.8 eV for CdCrSe4 and 2.5 eV for
CdCr2S4. The distances below the top of the valence band for
the filled t2g d-bands (Ey-Et) are 1.45 eV for CdCr2Se4q and
1.65 eV for CdACr3S4. The energy of the absorption edge is given
by Eg-E,. :

9.10

for CdCrZSA, it had previously been observed by Veselago et al. for

CdCrzse4.
energy than the absorption edge, and thzse authors erroneously attributed

it to transitions between crystal field split states of Cr3+. Through a

The emission is difficult to interpret since it is at higher

systematic investigation which included luminescence spectra and decay as
a function of temperature as well as a determination of the quantum yield,
we were able to demonstrate that the emission results from conduction band
to valence band transitions. 1In addition to determining the size of the
fundamental gap, we found that there must be a large number of states
(probably d-bands) in the gap which cause both the long wavelength absorp-
tion edge and the fast relaxation of the wide band states. Accordingly,

we were able to conclude that Case 1 of Fig. 1 is not a possible electronic
structure for CdCrZSe4 or CdCr254.

3.2 SYNCHROTRON RADIATION PHOTOEMISSION INVESTIGATION FOR ELECTRONIC
STRUCTURE

Using photoemission spectroscopy we have been able to eliminate Cases

2 and 3 of Figure 1 and arrive at the correct structure shown in Figure 2.11

These measurements were performed on CdCrZSe4 and CdCrzs4 using synchrotron




radiation and are the first such investigation reported for chromium
chalcogenide spinels. A preprint has been included as Appendix C. Photo-
emission measures the density of states on an absolute energy scale and is
a powerful technique for locating structure in the valence band. The con-
tinuously variable photon energies available from a synchrotron source are
particularly valuable for identifying features in the density of states.
From its characteristic dependence on the energy of the exciting photon, a
peak lying just below the top of the valence band in both materials was
determined to be of d character. This resolved the guestion concerning the
location of the occupied d-bands and placed them below the top of the valence

! band as indicated in Figure 2. These important results reveal that while

:'E electron conduction takes place in the narrow d-bands in the gap, hole con-

duction takes place in wide bands. This is another piece in the puzzle of

! why the interaction between the magnetic and electronic systems is only

‘ pronounced for n-type material.

3.3 OPTOMAGNETIC MEASUREMENTS
The first optically induced changes in magnetic properties for a semi-

conductor were reported for CdCrzse4 by Lems et al.12 in 1968. A similar

= effect has been observed for EuSl3 and the antiferromagnet Cul_xlnxCrzs4.

! The two common procedures for measuring this effect are to use the sample
as a transformer core10 or to wind pickup coils on the sample.“'15 Since
these techniques are not capable of distinguishing magnetization changes
from permeability or thermal effects, the results have been ambiguous.
Proposed explanations of the effect include photoinduced pinning of domain
walls,16 changes in charge state through trapping of photogenerated carriers
by either Cr ions or neighboring defect centers,12’17 and alterations in the
magnetic coupling strength by photogenerated carriers interacting with the

10,18,19 More direct evidence for optically

14

spins via the RKKY interaction.
induced magnetization changes has been provided by magnetic resonance on
CdCrZSe‘71§nd changes in absorption for EuS associated with magnetic

ordering, As a result of this work one can be quite certain that optically

induced changes in magnetization do occur although domain wall pinning and

L g

thermal effects may play an important role as well.

Our general approach to characterizing the optomagnetic effect in Cr

i spinels is to measure the change in magnetization of a sample produced by
optical excitation. The first technique used relied upon a Foner or vibrat-

ing sample magnetometer to measure the sample magnetization. However, diffi-

culties were encountered in adapting the apparatus to low temperature opera-

tion. This technique was discontinued because the Foner magnetometer was

only intended for preliminary investigations and the necessary modifications
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would have required the same length of time as constructing the apparatus
intended to supersede it. Accordingly, we proceeded directly to assembling
the apparatus which uses magneto-optic effects to detect optically induced
magnetization changes.

A material with a net magnetization exhibits the Faraday effect in
which linearly polarized light propagating along the axis of magnetization
suffers induced ellipticity with major and minor axes rotated with respect
to the incident plane of polarization. When referring to reflected rather
than transmitted light the phenomena is known as the magneto-optic Kerr
effect. Both effects are extremely useful because the amount of rotation
is proportional to the net magnetization. Faraday rotation is gquite strong
for CdCrZSe4 and CdCrzs4; absolute rotary powers of as mucgoas 104 deg/cm
have been observed for radiation near the absorption edge. To these
advantages of this technique is added the ability to work in the time domain
and directly observe the dynamics of the optomagnetic effect.

A block diagram of the apparatus is shown in Figure 3. The linearly
polarized probe beam is provided by a cw Nd:YAG laser at 1.06 micron;

4 The probe beam
propagates through the sample along the axis of magnetization defined by an

this wavelength is beyond the absorption edge of CdCrZSe

external magnetic field applied to align the domains. Figure 4 illustrates
the steering prisms for the probe beam and the sample affixed to the cold
finger of a variable temperature cryostat. The pulsed, tunable, optical

PALSED
souURCE
mrem
SYNCHRONIZATION
DIGITAL
TRANSIENT
OSCILL AECORDER ‘m

Figure 3. Block diagram of the apparatus to investigate the optomagnetic
effect using Faraday rotation. The particular excitation source
to be used depends upon the absorption and lifetime character-
istics of the sample being studied.
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Figure 4. Sample holder and cryostat for use in the electromagnet. The
labelled items are (1) cryostat vacuum shroud, (2) cold tip,
(3) probe beam steering prisms, (4) sample holder, and (5)
sample. The excitation beam is focused on front face of a sample
and overlaps the volume interrogated by probe beam.

excitation is transverse to the probe beam and, depending upon the pulse
width and energy requirements, is provided by a cavity dumped dye laser,
Nd:YAG pumped dye laser, or a mode locked dye laser. Optically induced
changes in magnetization alter the angle by which the sample rotates the
plane of polarization of the probe beam and thereby change the amount of
probe beam transmitted through the polarization analyzer.

The apparatus illustrated in Figure 3 has been constructed and is in
the process of being tested. We have attempted to measure Faraday rotation
for CdCr28e4 and CdCrzs4 using a vector lock-in amplifier and a variable
frequency optical chopper converted to a rotating polarizer. These investi-
gations have been unsuccessful due to unexpectedly high absorption by both
materials at 1.06 micron, the wavelength of the probe laser. Published
absorption constants at this wavelength vary greatly for CdCr.Se, and are

2 74

very low for CdCr Accordingly we will be measuring the near-infrared

S,.
274
absorption of both materials to determine if this probe wavelength can be
used with samples of easily handled thicknesses. Currently we are developing

grinding and polishing techniques to produce the €50 micron thick samples




necessary for the absorption and Faraday rotation measurements. A new
superconducting solenoid will shortly replace the electromagnet and allow
a much simpler experimental geometry than Figure 3.

3.4 CRYSTAL GROWTH

In any experimental investigation it is essential to have high-quality,
well-characterized samples. Chromium chalcogenide spinels are not commer-
cially available and it has been necessary for us to develop our own crystal
growth program. This effort was started several years ago and we are now
well along the learning curve for these difficult to produce materials.

In the course of this contract, some 50 separate experiments in the
preparation of polycrystalline and single crystalline CdCrZS4 and CdCr28e4
have been performed. This effort includes an initial growth of gallium
doped CdCrZSe4 by a flux method.

Four principal methods have been reported for the growth of chromium
chalcogenide spinel single crystals. These are by solid-state reaction,21

vapor-1liquid transport,22 the flux method,23 and chemical-vapor transport.24

These techniques have been summarized in a review by Von Philipsborn.z5
Both the solid-state reaction and vapor-liquid transport methods were tried
in the early stages of the contract period. Some very small (submillimeter)
CdCr25e4 crystals were obtained in an unreproducible manner, and these
methods were dropped from further consideration.

Most of the effort in the growth program has been directed towards

developing techniques for the flux growth of CdCrZSe , our material of

primary interest. Although the growth of magnetic s;inels has been reported
for quite some time, our experience suggests that reproducible crystal
growth requires a learning period. The flux method, for example, requires
commercially produced CdC12, Cdse, and Crse, to be dried carefully before
use. The stoichiometry of commercial "Cr25e3" has been found to be unreli-
able. The material we used (from ICN) was analyzed and found to be 49.7 a/o

Cr, that is, CrSe. Also, when using a CdCl2 flux, the CdCrZSe
3+

4 spinel phase
relative to Se?”. The intro-

grows from a composition rich in Cd2+ and Cr
duction of a thermal gradient along the quartz ampule during the growth
process (following Prosser, et al.)26 was found to bc quite helpful. We
find, however, that the use of CdCl,;, Cdse, and CrSex allows finer tuning
of the growth composition than the reaction 2CrC13 + 4CdSe = CdCr25e4 + 3CdC12
reported by the above authors. Our melts, for best growth conditions, have
been about 25% deficient in Se with respect to the Cr content with about

19 m/o "CdCrzse4" based on the Cr content. Single crystal octahedra are now
routinely 2 mm or more in size, with occasional larger crystals of good

quality. Examples are illustrated in Figure 5.




The vapor transport method has been used to grow truncated CrCrZS4

octahedra of even better surface gquality and larger size (Figure 6). Most
of these are less than 1 mm thick by 2 to 4 mm across. They were grown
using single phase polycrystalline CdCrZS4 spinel with CrCl3 as the trans-
port agent in a 935°C - 880°C thermal gradient. Stock polycrystalline
CdCr_ S, was synthesized by heating stoichiometric quantities of well mixed

cds gné Cr283 at 800°C for seven to 10 days in an evacuated quartz ampule.
A typical vapor transport crystal growth run consisted of 3.0g of the poly-
crystalline CdCrZS (verified by X~ray diffraction patterns) with 60 to
100 mg of CrCl3.

More recently, CdCrZSe4 has been grown successfully by the vapor trans-
port method. 1In this case, preparation of polycrystalline CdCr28e4 is com-

plicated by the lack of commercial stoichiometric Cr28e3. Accordingly, it

4

was prepared as follows:

Cdse + 2Cr +3Se - CdCrZSe4

This reaction produces single phase product in an evacuated quartz ampule
held at 860°C for seven to ten days. The vapor transport growth used 4.0g
of CdCr.,Se, powder with 120 .ng of CACl

2°74 2
about 770° — 720°C. The resulting crystals exhibit very nice surface facets.

in a quartz ampule transported from
Most are truncated octahedra. Some are quite flat and others are nearly

perfect small octahedra. The better crystals are 2 to 4 mm across a trun-

cated triangular facet.

¢4
e

Figure 5. CdCrj;Se4q produced by the Figure 6. CdCrS4 grown by the
CdCl; flux growth method. chemical vapor transport
The single crystals are method. The single
small octahedra 2-3 mm crystals are 2-4 mm

in size. across the large face.




The surface quality of the samples has been examined by scanning with
an electron microprobe and observing the variation of Cd, Cr, Se, or S, and
Cl. Early flux growth specimens were rather pitted and revealed observable
variations in composition with occasional inclusions of Cl1~, More recent
crystals showed no Cl™ and no compositional variation across the sample sur-
faces. The cubic spinel structure was verified by X-ray power patterns and
spectrochemical analysis revealed only trace impurities. These tests indi-
cate that our flux grown CdCrjSesq and vapor transport grown CACraS4 are
equal in size and quality to any reported in the literature.
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SECTION 4
RELATIVISTIC BAND STRUCTURE CALCULATION

4.1 BACKGROUND
Theoretical calculations of the band structure of binary-compound,

zinc~blende semiconductors have been numerous. In contrast, the present
theoretical understanding of ternary-compound, spinel-type semiconductors
is rudimentary. This is particularly the case for magnetic compounds such

as CdCrZSe4 and CdCrzs4 where the structure of narrow 3d bands plays an

important role.

One reason why the understanding of the spinel material has been
limited is the large number of atoms per unit cell. In the case of CdCrzse4
there are two formula units per unit cell, hence 14 atoms, as illustrated
in Figure 7. This can be contrasted to a zinc-blende compound such as GaAs
containing two atoms per unit cell. In turn, whereas the fundamental con-
duction and valence band states in GaAs can be specified by 8 orbitals (an
s-like conduction band and a p-like valence band near the zone center), it
typically requires 64 orbitals to specify the relevant conduction and

valence bands in the spinel structure.27

Figure 7. The spinel crystal structure. The primitive cell has
lattice parameter a and contains two formula units.
The large open and large flecked circles are Cd or Hg;
filled-in and small flecked circles are Cr; small
open circles are Se or S. The flecked circles are
outside the unit cell.

13
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Published band structure computations include mode127’28

9

and pseudo-

potential2 and

254

calculations for the related non-magnetic spinels CdIn
CdIn_Se,. For the magnetic spinels CdCrzs calculations of

2S¢, 4 and CdCrzse4,
the ferromagnetic band structure have been carried out using the extended

Hicke1 30 and the discrete variational Xa31

technigues. The results from
these methods have not been completely satisfactory. In particular, they
yielded only qualitative agreement with experiment, and recent results from
photoluminescence8 and electron photoemission11 investigations have un-
covered details which are not entirely consistent with the published band
structures.

One class of corrections which appears to have been neglected in pre-
vious calculations involves relativistic effects, particularly spin-orbit
coupling. It is well known that the spin-orbit splitting of p~like valence
states in moderately heavy-atom semiconductors can be appreciable. It
seems clear that the spin-orbit splitting of the narrow d-bands in magnetic
semiconductors should also be important. Considerations of this effect are
needed, not only for the band structure, but also for computing Faraday and
Kerr rotation constants, and for obtaining estimates of spin-relaxation
times.

One reason for the importance of a fully relativistic band structure
calculation is the following. Almost any ab initio band structure method
makes use of the Xa local exchange approximation to the Foch self-energy.
One then typically fixes the exchange constant (a) at the Slater32 or Kohn-
Sham33 value, or with some experimental input, at a value which gives opti-
mum agreement with the available data. However, for some time it has been
recognized that relativistic effects (mass-velocity and Darwin corrections)
can be substantial, and, in fact, can be as large or larger than differences
resulting from the use of the Slater or Kohn-Sham a values. Even for Ge,
which is relatively light, the relativistic correction34 to the direct band-
gap energy is about the same as the gap energy itself (0.8 eV). In view
of these considerations, it is logical to include the relativistic effects
in a rigorous fashion before worrying about the final adjustment of the
exchange constant.

4.2 THEORETICAL PROGRESS
In August of 1979, we acquired a tape of a highly efficient, relativ-
istic, self-consistent OPW code which was originally developed at Wright-

Patterson Air Force Base35

for energy-band calculations of zinc-blende
semiconductors. A flow chart of the self-consistent procedure is illus-

trated in Figure 8.
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Since that time, we have embarked on the task of converting the code
from zinc-blende (Tg) space group symmetry to the spinel (O;) symmetry. We
have completed the group theory necessary to carry out this task, and all
of the subroutines which make use of symmetry have been rewritten for the

spinel structure. This task was complicated by the fact that O7 is a non-

symmorphic space group, containing nonprimitive translations ashsymmetry
elements. A brief discussion of group representations for (double) non-
symmorphic space groups is given in Section 4.3. Although character tables
for the double group of Oﬁ (which is essentially the same as diamond, with

a larger basis of atoms) have been published,36’37

our method requires all
the matrix elements of the group representations, and for the double group

of O; these do not appear to be available. We have, therefore, constructed
the irreducible representations by using direct products and other techniques.
Matrix elements at six high symmetry points T,X,L,W,A, A are tabulated in
Appendix E.

Because the contract did not extend the anticipated three year period,
we have been unable to complete the rewriting of all necessary subroutines.
However, we are nearing completion of the revisions of all subroutines
necessary to carry out a non-self-consistent calculation for the spinel
structure, and we expect to have some preliminary results by September
of 1981.

We intend to continue work on this interesting subject, and items
which will have high priority in the future include: (a) rewriting the
subroutines which make the calculation self-consistent; (b) modifying the
code to give a better treatment of d-states for magnetic semiconductors
such as CdCrZSe4 by making use of the modified OPW method as developed by
Deegan and Twose,38 and by Butler, Bloom, and Brown,39 (c) using calculated
wave functions to evaluate overlap matrix elements for the indirect
Rudermann-Kittel (RKKY) magnetic coupling scheme.

4.3 DOUBLE NONSYMMORPHIC GROUP THEORY FOR THE SPINEL STRUCTURE

There are essentially two ways of dealing with nonsymmorphic space
groups: one is the factor group method,40 the second makes use of ray
representations.41 We believe the latter is more convenient, and this is
the method used by Slater,42 who, however, does not express the method in
these terms.

In the ray group method, one works only with symmetry elements of the
form {Ril?(Ri)} where R, is a point group operation, and where 7(R;) is a
nonprimitive translation. These elements do not form a group in the usual
sense. To have a group, one would also have to allow elements of the

P
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fom {Ril?(Ri)+rn , where F; is a primitive translation. Nevertheless the
simpler elements almost form a group in the sense that when operating on a
i(k+K)-P

plane wave e , one finds:

{le?(nj)}{aiﬁmi)} = xK(Rj,Ri){RjRiﬁ(RjRi)}, (4.1)

where X is a number which depends only on the reduced part (K) of the wave-
vector and not on the reciprocal lattice vector (i). The X's also have the
properties

|xg(Rs.RD| =1, (4.2)

and for a given P4 (which is suppressed below)

-1 -1 -1
R.,R."R,) = ., R. R.",R.,) . .
x{ 3 RJ 1) X(R] RJ )/ x( 3 Rl) (4.3)

These properties are associated with a ray space, and group representa-
tions (called ray representations)41 satisfy the rule of multiplication

[‘{Rj'?(Rj)} r {Ril? (R-i)} = X(R,R;) r{njnil?mjni)} (4.4)

where the I''s are (irreducible) square, unitary matrices. The X(Rj,Ri)
factors for 0; have been tabulated in Table A3-19 of Slater's book.42
A symmetrized plane wave spinor corresponding to the u~th partner of

a p-th irreducible representation is then constructed as
p -+ > _ (p) -
|68 k+K)> = 2 P[0 (kek) > (4.5)

where] ¢(I+§)> is a sample plane wave spinor, and where P is a projection
operation given by

(p) _ 1p (p) 7 -
PR =T TR {Ril r(Ri)} {Ril‘r(Ri)} (4.6)
1

Here in the relativistic case, the operator {Ril?(Ri)> operates not only on
the spacial part of the wavefunction, but also on the spin function, i.e.,

{Ri'?(ni)} involves the fk+ representation operator as tabulated by 51ater.42
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Also in the relativistic case, the single group representations all

project to zero,40 hence only the "extra" representations of the double
group, which have the property P(Ei) = - F(Ri), need to be considered.

In spite of the fact that the matrices of the non-symmorphic group
multiply according to the "funny" rule, Equation (4.4), one can still show
that they satisfy the "Great Orthogonality Theorem", and that the symmetrized
plane waves generated by the procedure transform correctly, namely that they
transform according to the rule4

IR 7RO e P (@Bi)> = <§3){R.?R.} P) Rk 4.7
lJI(J)IM o (K+K) f I J|(J)|«1>M( ) (4.7)
Of course, the importance of symmetry is that it factors the Hamilto-

nian secular equation into blocks corresponding to different irreducible

representations, and the Hamiltonian has no matrix elements between different

partners of the same IR, and moreover, these matrix elements are independent
of partner index.

Matrix elements for six high symmetry points for the double group of
Oh are tabulated in Appendix E.
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SECTION 5
THEORETICAL EFFORT AT RPI

The observation of the optomagnetic effect, the direct influence of
light upon the magnetic structure, has been reported most frequently for
CdCrZSe4.7'12’15’17

spinel semiconductors has traditionally been attributed to localized cou-
44,45

The magnetic coupling in the chromium chalcogenide

The occurrence of optomagnetism

pling in the form of superexchange.
16

in semiconductors has been variously attributed to domain wall pinning,
localized spin—transfer,17 or itinerant electron (RKKY) magnetic
coupling.lo'ls’lg As a first step we have investigated the role of RKKY
coupling resulting from virtually-excited electrons for the ground state
coupling of CdCrZSe4, i.e. in the absence of real itinerant electrons. We
found that superexchange is a fourth order effect that depends upon a small
energy difference between spin~up and -down states of a Cr excited electron,
and is small compared to the second-order RKKY coupling.

The magnetic coupling which we develop involves the indirect ferro-

3+ ions mediated by an intervening Se atom.

magnetic interaction of Cr
Authors in the past have presented similar schemes in attempts to come to
grips with the problem of magnetic coupling.44 However, these methods
involve notions of localized atomic orbitals on individual Cr and Se atomic
sites, and fail to give an adequate description incorporating the Bloch
nature of the problem. Our method is a synthesis of both approaches and
entails coupling magnetic Cr3+ ions via conduction electrons which result
from virtual excitations from selenium valence band states.

We assign localized character to the Cr 3d ground state orbitals asso-
ciated with the filled tzg d-bands found below the top of the valence band
in the photoemission peasurements (Appendix C). On the other hand, we
attribute Bloch character to the excited Cr wavefunctions which we identify
with the unfilled e d-bands placed in the fundamental gap by band structure

g
30,31 These calculations show strong mixing of the excited

calculations.
d-states with Se p-states and lend further credence to our interpretation
of these as extended Bloch states. Accordingly, the RKKY interaction

depends on one-center coulomb exchange matrix elements and is expected to
be a large effect compared to superexchange. Details are found in reprint

included as Appendix B.

19
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, With the dominant ground state coupling in CdCrZSe4 established, it

becomes a straightforward matter to identify the mechanism for optomagnetism.
We find that the RKKY coupling between two Cr spin§ located at crystal sites

—

RA'RB is given by:
. i (k-k') - (R,~-R.)
> = 1 {el( A B}
' F(R,-R.) = = X — g,g9,* + c.c. (5-1)
A RB N k,k' sek Ecrk' A°B
with
N - * > .2 , 8% = _2 ' > 2 o _=2 2 3 3
”l Ia qu (r1 RA)ucr (r2 RA)ucr(rl RA)uA(r2 RA)(e /r12)d rld r.

Here Uy refers to the localized ground state Cr orpital whose spin is being
]

coupled, uci refers to that part of the Cr eg orbital which is hybridized
with the Se 3p orbitals to form the valence band, and uér is the Bloch-
symmetrized Cr eg orbital to which the virtual excitations take place.
Appendix B discusses the two mechanisms by which RKKY coupling can pro-
duce optomagnetism. The most obvious is one in which the photoexcited
electrons act as RKKY coupling electrons just as in metals. 1In the second

o effect, optical excitation produces interference with the ground state

L e ke

i coupling. Owing to the Pauli exclusion principle, a many-electron treatment

’ will show that those states occupied by a photoexcited electron must be
o excluded from the sum over excited states k' in Equaticn 3.5~1. BAs is
r explained in Appendix B, the interference effect is the larger of the two.
With the wavefunctions and eigenvalues that will be produced by the OPW
calculation, it will be possible to evaluate Equation 3.5-1 taking the
interference effect into account and obtain a quantitative description of
optomagnetism.

Our greatest interest is in calculating the shift of the Curie tempera-
ture with illumination, i.e., the Curie temperature as a function of free
carrier concentration. Calculating the Curie temperature requires summing
the interaction F(§A-§B) Betwsen*spins at sites ﬁ; and ﬁf (Equation 2.5-1)

‘ over all lattice vectors R = RA—RB. igototype calculations of4$hese sums
have been reported by Woll and Nettel and Mattis and Doniah. Significant
F. modifications to these approaches are required, however, because our prob-
‘ lem differs in three important respects: i) The Cr sub-lattice in the

] chalcogenide spinels consists of four interpenetrating sc structures where-
as previous calculations were for the hcp46 and the three simple cubic
47 .. . . . .
structures. ii) Our situation involves an energy gap in the energy

denominator. There are a number of papers that consider the effect of a

20
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48,49  ;:j) There will,

gap, but none actually calculate the lattice sums.
: in general, be a non-degenerate distribution of the photo-excited electrons
! in the d-band whose coupling effects we intend to calculate. This will
require a temperature-dependent theory; a number of papers suggest how this
y can be done.48'50
»‘; To date we have succeeded in using the Holstein--Primakoff51 approach
to re-express the Heisenberg spin Hamiltonian for the spinel structure as
a Fourier decomposition of spin wave fregquencies. Diagonalization of this
Hamiltonian is in progress and will yield the complete spin wave spectrum

as a function of wave vector. Analysis of the resulting dispersion curves

s on

< will give insight into the nature of the magnetic ordering and transition
F o temperature since positive spin wave frequencies indicate ferramagnetic

order. The inclusion of temperature and band gap effects do not introduce
1 significan{ complications and we expect to publish the results of the com-
| plete calculation shortly.

LU
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SECTION 6 _
ACCOMPLISHMENTS i

. mne

6.1 PUBLISHED PAPERS

"Photoluminescent Determination of the Fundamental Gap for the Ferro-
23e4," S. 8. Yao, F. Pellegrino, R. R. Alfano,
W. J. Miniscalso, and A. Lempicki, Phys. Rev. Lett. 46, 558 (1981); re-
printed as Appendix A.

magnetic Semiconductor CdCr

"Magnetic Coupling and Photo-Ferromagnetism in CdCrzse4," Norman Sanford

and Stephen J. Nettel, J. Appl. Phys. in press; reprinted as Appendix B. 1

6.2 MANUSCRIPTS SUBMITTED FOR PUBLICATION OR IN PREPARATION

"Photoemission Determination of the Occupied d-Band Position for
CdCrZSe4 and CdCrzs4," W. J. Miniscalco, B. C. McCollum, N. G. Stoffel, and
G. Margaritondo, submitted to the rapid communications section of Phys.
Rev. B; preprinted as Appendix C.
Se, and CdCr.s,," W. J.

2774 274’
Miniscalco, A. Lempicki, S. S. Yao, F. Pellegrino, and R. R. Alfano, to

"photoluminescent Spectra and Kinetic of CACr

appear in a special issue of the Journal of Luminescence devoted to the 4
proceedings of the International Conference on Luminescence, 1981; preprinted
as Appendix D.

Additional experimental results and discussion of photoemission investi-
gation of CdCr_sSe, and CdCrzs4, W. J. Miniscalco, N. G. Stoffel, and

2774
G. Margaritondo, manuscript in preparation for Phys. Rev. B.

6.3 PAPERS PRESENTED ORALLY

"Optical Investigations of Chromium Chalcogenide Spinel Magnetic Semi-
conductors,” W. J. Miniscalco, seminar presented at The City College of
New York, 13 Mar 81.

"Photoemission Spectroscopy of CdCr25e4 and CdCrZS4," W. J. Miniscalco,
A. Lempicki, G. Margaritondo, N. G. Stoffel, and A. D. Katnani, presented
at the March 1981 meeting of the American Physical Society.

"Optical Investigations of Chromium Chalcogenide Spinel Magnetic
Semiconductors," W. J. Miniscalco, seminar presented at Sandia National
Laboratories, 23 Mar 81.

"Optical Techniques for the Investigation of Semiconductors," W. J.
Miniscalco, seminar presented at the Raytheon Research Division, 15 Apr 1981.

PRECEDING PAGE BLANK-NOT FILMED
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"Photoluminescent Spectra and Kinetics of CdCrzse4 and CdCrzs4,”

W. J. Miniscalco, A. Lempicki, S. S. Yao, F. Pellegrino, and R. R. Alfano,
presented at the International Conference on Luminescence, Berlin, July 1981.
"Photoluminescent Spectra and Kinetics of CdCrZSe4 and CdCrZS4,”

W. J. Miniscalco, A. Lempicki, S. S. Yao, F. Pellegrino, and R. R. Alfano,
; presented at the Third Conference on Dynamical Processes in the Excited

States of Ions and Molecules in Solids, Regensburg, July 1981.
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8. APPENDICES

Appendix A. Photoluminescent Determination of the Fundamental Gap for the ’
Ferromagnetic Semiconductor CdCr 2Se 4
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(Reprinted from Physical Review Letters)

s

4




VoLums 46, NuMBER 8 PHYSICAL REVIEW LETTERS 23 FepruARY 1981

Photoluminescent Determination of the Fundamental Gap for
the Ferromagnetic Semiconductor CdCr,Se,

S. S. Yao, F. Pellegrino, and R. R, Alfano
Pnysics Department, The City College of New Yok, New York, New York 10031

and

W. J. Miniscalco and A, Lempicki
GTE Laboratories, Inc., Waltham, Massachusetts 02154
(Received 7 July 1980)

Photoluminescence has been used to elucidate the electronic structure of the ferro-
magnetic semiconductor CdCr,Se,. Luminescence spectra and decay have been meas-
ured and analyzed as a function of temperature and the quantum efficiency has been

s determined at 77 K. The data indicate that the observed emission results from con-
: duction-band to valence-band transitions and place the fundamental gap at 1.8 eV.

f’t

v e i,

PACS numbers: 78.55.Hx, 75.50.Dd

Chromium chalcogenide spinels have generated
considerable interest because they present the
opportunity to study magnetic interactions in sys-
tems where the itinerant-electron population is
accessible to experimental control."”* We report
here the first photoluminescence decay and quan-
tum efficiency measurements for any of these
materials. In addition, we have obtained, for the
first time, emission under cw excitation and have
demonstrated that luminescence is observed for
all pump wavelengths shorter than that of the
emission. As a result of these measurements,
we have determined that the fundamental gap E,
of CdCr,Se, is 1.8 eV.

CdCr,Se, orders ferrcmagnetically at 130 K and
has attracted special attention because it displays
optically induced permeability changes® and possi-
bly magnetization changes as well.* Although
this material has been extensively studied by a
wide variety of optical and transport techniques,
its electronic structure has remained controver-
sial. Recently, two band-structure calculations
have appeared which differ both in the size of the
fundamental gap and in the position of the narrow
d bands relative to the valence and conduction
bands.**® To clarify experimentally the electron-
ic structure of this material, we have measured
quantum efficiency at 77 K as well as lumines-
cence decay, line shape, and line position as a
function of temperature. Although 1.8-eV lumi-
nescence had previously been reported by Vese-
lago et al.” for CACr,Se,, these auwu.ors attributed
it to transitions between crystal-field-split states
of Cr®* rather than band-gap emission. This
luminescence is difficult to assign because the
absorption edge lies at lower energy (1.2 eV at
77 K%). The analysis of our data, however, indi-

cates that this emission is not due to an intra-
Cr3* transition but rather results from a parity
allowed, conduction-band to valence-band transi-
tion (possibly involving a shallow donor or accep-
tor). Accordingly, we have been able to deter-
mine that the size of the fundamental gap is 1.8
eV.

The experiments were performed with use of
cw, nanosecond-pulse, and picosecond-pulse
excitation, For line-shape analysis, low power
(<10 mW) cw excitation was provided by the 488-
nm line of an argon-ion laser. A nitrogen-laser-
dye-laser system was used to probe the effect of
varying the exciting wavelength over the interval
560-685 nm. With both these excitation sources
the emission was analyzed with spectrometers
and detected with conventional photomultipliers,
In the decay measurements, picosecond excita-
tion was provided by a frequency doubled (530
nm), mode-locked Nd:glass laser (pulse width
=@ ps) with detection by a 10-ps-resolution
streak camera used in combination with band-
pass filters. Single crystals of CdCr Se, approxi-
mately 1 mm on a side were mounted in optical
cryostats and cooled by flowing N, gas.

The samples were grown with use of the flux
method® and the lattice parameter was verified
by an x-ray powder pattern. Spectrochemical
analysis revealed only trace impurities,

Several samples were subjected to electron
microprobe analysis which revealed no signifi-
cant variations in composition across the 1-mm
faces.

Figure 1 illustrates the results of the lumines-
cence decay measurements at temperatures from
77 to 250 K. The decays are exponential at all
temperatures. The large uncertainties in the
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FIG. 1. Lifetime of CdCr,Se, luminescence as a
function of temperature. Decays are exponential at
all temperatures and were measured at the emission
peak (1.8 eV at 77 K). The inset shows a typical decay
measurement.

shorter lifetimes are caused by the need to de-
convolve the pulse width and streak tube response.
The data show a clear pattern of an ~25 ps life-
time at 77 K falling to just a few picoseconds at
room temperature. These very short lifetimes
indicate that the relaxation of the excited state is
dominated by nonradiative decay or transitions to
intermediate states. This conclusion is con-
firmed by quantum efficiency measurements in
which the emission intensity was compared to
that of Rhodamine-6G under identical excitation
and collection conditions, If we assume unit effi-
ciency for Rhodamine-6G, the quantum efficiency
of the 1.8-eV emission of CdCr Se, is 10™* at 77
K. This value is probably an underestimate be-
cause of the strong self-absorption at this energy.
Taken together, these measurements reveal
important information about the states involved
in this transition. The quantum efficiency meas-
urement indicates that at 77 K the radiative de-
cay rate is 210! of the total decay rate, yield-
ing a minimum value of 4 x10° gec™! for the radia-
tive transition rate. This is too large for a parity
forbidden transition and precludes the possibility
of the transition being between crystal-field-split
3d° states of Cr. In this material the Cr sites
have octahedral symmetry'® and in the many-
electron representation the ground state of Cr**
has ‘A, symmetry while the first excited state
is either °E; or ‘T, ,."" In the high-crystal-field
limit the former is lower making the transition
to the ground state both spin and parity forbidden
with typical radiative transition rates of =~10?
sec™'. In the low-field limit the T, i8 the low-

est excited state making the transition spin al-
lowed with radiative rates =10° sec”™’, still three
orders of magnitude smaller than in CdCr,Se,.
In the context of the more appropriate energy-
band scheme, the 4 x10°® gec™! rate for this ma-
terial requires that the emission result from
transitions between bands of opposite parity.
The decay measurements also clarify the am-
biguities in electronic structure resulting from
the absorption edge being at lower energy than
the luminescence. As is the case for CdSe, one
expects the band states and resonances to be
strongly coupled to polar optical modes'® and,
therefore, to relax via intraband phonon-assisted
processes on a time scale of less than a picosec-
ond.'* The observed decay time of 25 ps at 77 K
requires a gap between the levels involved in the
radiative transition and the lower-lying ones in-
volved in the 1,2-eV absorption edge. The sim-
plest interpretation of the optical data requires a
1.8-eV valence-band to conduction-band gap with
d bands in the gap. The octahedral symmetry
splits the Cr 34® states into two components with
the Fermi level between them and one® or both®
components in the gap. The absorption edge re-
sults from transitions between either occupied d
bands in the gap and the conduction band or un-
occupied d bands in the gap and the valence band.
Emission results from conduction-band to va-
lence-band transition. Both published calcula-
tions show some variation of this structure.®
To verify that we are observing fundamental-
gap recombination we performed several addi-
tional tests, including line-shape analysis. Under
moderate excitation nondegenerate free carriers
in the conduction or valence band are described
by a Maxwell-Boltzmann distribution.'? For
these conditions, interband recombination radia-
tion reflects the Boltzmann factor, and the car-
rier temperature can be ascertained from an
exponential fit to the high-energy edge of the line.
This was done for spectra obtained under low-
power cw excitation over the temperature inter-
val from 90 to 200 K. The high-energy edges
are exponential to within the accuracies of the
measurements and Fig. 2 shows the calculated
carrier temperature plotted as a function of the
measured sample temperature. The good agree-
ment indicates that free carriers thermalized to
the lattice temperature are involved in this tran-
sition, At these high sample temperatures and
low excitation levels the carrier temperature is
expected to deviate little from that of the lattice.
The quadratic temperature dependence of E,
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FIG. 2. Carrier temperature as a function of sample
temperature. The carrier temperature T was ob-
tained by fitting expl~ (E — E, )/, | to the high-energy
edge of the recombination luminescence line. The
dashed line corresponds to a carrier temperature
equal to the sample temperature. The inset shows a
typical emission gpectrum.

for semiconductors at low temperature!f has
been used to further test our assignment of the
1.8-eV luminescence as band-gap emission. Fig-
ure 3 shows position versus temperature for the
photoluminescence peak which demonstrates the
expected behavior for E, by shifting to lower en-
ergy as the temperature is increased, In con-
trast, the absorption edge shifts to higher ener-
gy with increasing temperature.® For allowed,
interband recombination of noninteracting car-
riers the emission peak lies #&7 higher in ener-
gy than E, for a direct transition and 2% T higher
for an indirect transition. For both direct and
indirect cases the electron-hole interaction will
introduce an additive constant to the offset, while
for the indirect transition it will in addition mod-
ify the offset so that it has no simple functional
form but lies in the range from 3RT to 2kT." If
either 3kT or 2kT is subtracted from the data of
Fig, 3, the resulting values of E, have a quadrat-
ic dependence on 7. The peak position calcu-
lated by fitting K, to a quadratic function is indi-
cated for the kT and 2k T extreme cases by the
lines in Fig. 3. The good agreement verifies
that the temperature dependence of the lumines-
cence is completely explained by a temperature
dependence of the energy gap typical of nonmag-
netic semiconductors. Unfortunately, the fits
are not sensitive enough to determine where in

560 A-5S

W

1820

L7680 - " — " a "
™ L] ” 108 1] [F ] 138 148 188 ws 78
TEMPERATURE (K}

FIG. 3. Energy of the luminescence peak as a func~
tion of temperature. The lines are peak positions re~
sulting from least-squares fits of E, to a quadratic
expression. The extreme values of the offset between
emission peak and E, are represented: the solid line
is for a peak 2T above E, and the dashed line is for
a peak §kT above E, .

the range from kT to 2kT the offset lies and
give no information as to whether the transition
is direct or indirect.

The above analyses, although establishing that
a band must be involved in this emission, do not
eliminate the possibility that the other state may
be a deep level associated with an impurity or
native defect. This situation would require the
threshold for excitation to be a significant frac-
tion of E, larger than the emission energy. How-
ever, luminescence was excited with a dye laser
tuned continuously over the range from 40 meV
to 0.4 eV above the transition. The near-reso-
nance excitation indicates that deep levels are
not involved. Equipment limitations prevented a
closer approach to resonance excitation, and so
it is possible that the band gap is indirect or that
shallow donors or acceptors are involved in the
transition.

Our results are in qualitative agreement with
the two recent theoretical band structures pub-
lished for CdCr,Se,, and extended Hiickel calcu-
lation by Kambara, Oguchi, and Gondaira® and
a self-consistent X a calculation by Oguchi,
Kambara, and Gondaira.® Kambara, Oguchi,
and Gondaira predict a direct 1.7-eV fundamental
gap for the ferromagnetic phase which is consis-
tent with the value of 1.8 eV which we observe.
Oguchi, Kambara, and Gondaira find a larger,
slightly indirect gap of 2.3 eV. Although the
emission energy is close to the separation at the
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I’ point between the top of the valence band and
the lowest antibonding d bands in the Oguchi cal-
culation, the latter states have negative disper-
sion. Thus one would not expect to see emission
from the bands at T but rather from the indirect
minimum at X, a transition of only 0.7 eV. In
addition to this quantitative discrepancy between
our measurements and the X a calculation, anoth-
er unresolved problem is the short carrier life-
time of this material. Nonradiative recombina-
tion or transitions to intermediate levels, possi-
bly the d bands, are the dominant relaxation
processes in CdCr,Se,. Like the deep levels in
semi-insulating GaAs:Cr, the d bands in the gap
may have the effect of shortening carrier life-

times but to a much greater extend in this stochio-

metric material,
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ABSTRACT

We inquire as to a relation between the occurrence of photoferromag-
netism in Cs!Crzse4 and the mechanism of its ground-state ferromagnetic
coupling. To explain the ground-state coupling we extend some of the
localized orbital considerations of Goodenough to an itinerant electron
coupling model. The coupling involves hybridized Se-Cr2+ Bloch functions,
with virtual excitations into the upper Cr-3d band. We find that there is
reason to expect this coupling to be dominant over superexchange. We also
find that the disturbance of this coupling by light is a major cause of the
photoferromagnetism. The RKKY coupling is derived with the second-order
pseudo-Hamiltonian of Pryce.
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I. INTRODUCTION

Magnetic coupling in CdCrZSe4 is intriguing because a number of papers

have reported the observation of photoferromagnetism (the influencing of

(1,2,3)

magnetism by light) there. Traditionally, magnetic coupling in

thiospinel semi-conductors is attributed to superexchange, involving

3+ 2

specified localized orbitals, including Cr and Cr *-3a orbitals in the

(4)
case of CdCrZSe4.

tors has often been linked with itinerant electron or RKKY magnetic cou-
(5,6) It will be recalled that the RKKY coupling for a lattice of

The occurrence of photo-ferromagnetism in semiconduc-

pling.
spins is exceptionally sensitive to conduction band occupation. One finds

that the magnetic interaction energy oscillates rapidly as a function of

(7,8)

the Fermi radius. Lastly, we note that very recent measurements on

CdCrZSe4 by S.S. Yao et al.(g) have found life-times for conduction electrons
-11

of the order of 10 sec., at the 130°K Curie temperature, so short as to
preclude any role for the conduction electrons in the magnetic coupling.
The emphasis on RKKY has led us to ingquire into the role generally

of itinerant electron coupling in the ground-state of CdCr_Se and its

274"

relationship to photo-ferromagnetism.

The present note suggests a simple way of incorporating some of the
localized-orbital considerations of Goodenough into an itinerant-electron
coupling mechanism. The model relies on the excited Cr2+—d electron band
rather than the Cr-4s conduction band. It utilizes the electronic structure

of the very recent band calculation of Kambara et al. on CdCrZaS4 and
CdCrZSu,(10) reinforced by the measurements of S.S. Yao et al. to correlate

ground-state magnetic coupling with the onset of photo-ferromagnetism.

II. MAGNETIC COUPLING MODEL

According to Goodenough there are two compon:znts to each near-

3+_

. . 3+ . . . . . . .
neighboring Cr Cr interaction, an antiferromagnetic cation-cation inter-

action due to overlapping of the half-filled t orbitals (Fig. 1, see also

29
Reference 4), and a ferromagnetic 90° cation-anion-cation interaction due to

half-filled t2g

neighboring atoms. Our treatment will supplement only the latter interaction.

orbitals interacting indirectly with empty e orbitals on

Spin-orbit interactions aside, the coupling of electronic spins arises
from the well-known fact that exchange matrix elements of the coulomb inter-
action e2/rij can only link orbitals of the same spin. Given the tedium of
higher-order time independent perturbation theory for many particles, mag-
netic exchange coupling becomes complicated. We have found very helpful the
treatise by Zeiger and Pratt, where some of the many possible ground and
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Fig. 1. Adjacent chromium and selenium ions. In the RKKY scheme selenium

3-p orbitals are taken to hybridize only with the empty Cr-e
orbitals. The latter then exchange interact with the filled t
orbitals.

associated excited states are represented by simple diagrams.(ll)

It seemed
to us that one ought first to investigate'qualitatively and quantitatively
all possible second-order mechanisms, before resorting to the third order
ones, such as superexchange. (The stricture of a theorem due to Kramers
against second-order coupling mechanisms is now seldom heeded; usually there
are many extra implicit interactions involved, for example, in our work in
the hybridization of selenium orbitals, see below.) Thus, we were led
directly to the RKKY magnetic coupling model of the next paragraph. It is
based on the most effective of second-order Zeiger-Pratt diagrams for local-
ized orbitals.

In Fig. 2 we show schematically the band structure of CdZCrZSe4 as

found by Kambara et. al. and reinforced by the photoluminescence
(9)

measurements.
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Fig. 2. Band-structure of Cd2Cr28e4 as found in the calculations of

P

Kambara et al. (Reference 10), and confirmed by the photo-
luminescence measurements of S.S. Yao et al. (Reference 9).

We see that while the Cr3+(4Ag) band is narrow, the band deriving from
the Cr2+(SEg) orbitals is not. We, therefore, continue to regard the Cr3+
electrons as localized, but write the higher lying Cr-3d electrons in Bloch
form. The RKKY coupling of the localized Cr3+ spins is by the selenium
valence electrons, excited into the empty upper Cr-3d Bloch state at the
site of one spin and de-excited at the other.

The photo-ferromagnetism has its threshold at around 1.2 ev. Con-

sequently, it is believed to involve either Process (1) or Process (2) in

Figure 2.(14) Because (4s) electrons are so short-lived we can assume that
most of those excited by Process (2) also spend their excited life-times in
0 the empty upper chromium band. The optically excited electrons will affect

4 the magnetic coupling in two partially related ways. The first and more
obvious is the RKKY coupling which they provide on their own merit while
occupying states in the excited Cr band, the same situation as encountered
in an RKKY metal. The second is by exercising a Pauli exclusion blocking
" action on the virtual excitations of the selenium 3-p orbitals involved in
the RKKY ground-state coupling and by the creation of selenium valence band
holes. 1In "Conclusions" we argue that the second effects are probably the
greater.
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III. RKKY CALCULATION WITH BLOCH STATES

We start with the second-order perturbation theory quasi-hamiltonian

as given by Pryce(13).
POHIPnHIPO
H = —z = (IA)
2 n#o En Eo

Here

gl = (e2/r..)(1/2 + 25, - s.) (1B)

ij 1 J
P /P = |o><0|,|n><n (1C)

In Eq. (1B) we have taken cognizance of the fact that only the exchange
terms will contribute to the magnetic interaction between spins at site A
and site B. The spin exchange operator has the form shown,(ll) as one can
verify by direct calculation of possible elements. PO,Pn are projection
operators, the manifold of states n, n = 0,1,2, corresponding to the ground
and the two-excited states of the selenium electrons, see Fig. 3. The Cr3+
configurations, i.e., the spins on sites A, B, do not belong to the manifold.
Equation (1A) is valid when we have degeneracy in the absence of the pertur-
bation, the parallel and anti-parallel configurations are assumed to have the
same energy for both excited states of Fig. 3, i.e., for n = 1,2. This is
the necessary and sufficient condition for Equation (1A) and the resulting
RKKY formula to hold.

We have in mind to apply the present scheme to a calculation with mag-
netic machine generated Bloch functions, which already contain all non-
magnetic coulomb interactions, so that only the si-sj term in Eq. (1B) con-
cerns us.

We have from Eq. (1A)

2 . 2, I
0><0| (e /rij)si sj (e /rij)si sj 0><0

E -E
n o

n><n

(2)

Hy = -4 L

n=1,2




o

A

PN
2

Keeping in mind that we have restricted ourselves to exchange terms and that
the excited states n are given by Figure 3, we have

“2 = 4(GACC'ASA+GBCC'BSB)2_; o><o|s.|n><n|s_.|o><o
n=1,2 J 3
* * -
X (GACC'ASA+GBCC'BSB)/(En E) (33)

where we have transferred the spin suffixes from the electron to the orbital
designation for the localized orbitals, and

_ * * 1 2 a
Gaccra= [fa(119¢ (2001 (119, (2) (e®/x, y)ar ar, (38)

Lastly, noting that

2 _ 2 _ 2
<o|s “|o>=<0 sy o>=<o|s_ |o/-1/4
and that
<o|s s +s s |lo>= etc. =0
Xyyx

for a singlet state, and, restricting ourselves to terms coupling spins A and
B we get:

*

G G

Hy = (Gpecia® pec'Bt

2 )/(E_-E )s_-s |o><o| (4)

*
Bcc'B® acc'al/ (B 7Eo)Sp Sy

where|o>,<o| refers to singlet selenium states, and will be omitted
hereafter.

To illustrate our argument we now write most simply for the selenium
valence electrons:

_ N ik+Rge _
¢C(1) =1/VN Y e use(rl Ry )

e
R
se
. S
lk'Rcr 1y _
+1/ VN %e UL, (r;-R.) (5A)
cr




where the RoorRo denote all selenium and chromium sites, and in reality

the localized orbitals use,u(s:r contain phase-factors that arise from their

being two formula units in every unit cell of CdCrZSe4. Equation (5A)
. s . 2+ .
recognizes that the selenium wavefunctions hybridize with Cr excited

chromium orbitals, (u'ir). We are not showing the selenium-chromiur: coupling
' . . . s .
- | constants which reduce somewhai the amplitudes contained in u'cr' N is the

. + . .
number of unit cells in the crystal. For the excited Cr2 band it suffices

to write

3 b (1) = 1/VEYR Rer o (p g ) (5B)
: c' cr'1 “er
! R
! cr
? N

*

* and for the localized unexcited 3-d chromium orbitals

3
8 !
o _ _
- ¢A(l) = uA(rl-RA) ¢B(l) = uB(r1 Rb) (5C)

N
g 4 Substitution of Egs. (5) into Egs. (3B) and (4) yields:
L H, = 1/2 ZF(RA—RB)SA-SB (6A)
o aA,B

' i (k=K )o(R,-R_)

-1 e A B *
F(RA-RB) =N E: B E : gAgB+c.c. (6B)
s p sek “crk
{ k,k
with
=fuy(r,;-R)u SX(r-R)u__(r -R)u (r_-R ) (e%/r _)dr.dr, (6
9p =fup(r Ry u o Ty Ry u  (r ~Ry)u, (r)=Ry) (e¥/x, )dr dxr,  (6C)
1 and 9p formally the same matrix element computed at site B. To arrive at

Eq. (6) we have had to enlarge the spin-manifold representing intermediate
states by including all possible electron-hole pairs, k,k'. The degeneracy
need exist only between different selenium spin configurations for the same
o electron~hole pair. Thus the sum on k in Eq (6) is on all occupied selenium
Bloch orbitals, the sum on k' on all unoccupied excited Cr2+ orbitals. Esek
represents the energy of the former, Ecrk' of the latter orbitals. Also, in

deriving Eq. (6A) we have restricted ourselves to the one-center coulomb
matrix elements.
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CONCLUSIONS

Equation (6) represents RKKY coupling of localized Cr3+ spins by
selenium valence electrons, excited into the empty upper Cr-3d band at the
site of one spin and deexcited at the other. The coupling of excited
chromium orbitals to selenium orbitals in Eq. (5R) is via a o-bond between
the Se-zp-orbital and the Cr2+e orbital. This is one of the bonds singled
out by Goodenough and by Kanamori(14)for the discussion of magnetism in a
range of related compounds. The possibility of a synthesis between local-
ized and RKKY coupling schemes was already considered by J. Ginter et al.(ls)
The coupling is now no longer restricted to near neighbors, but is long
range. As mentioned in the Introduction a blocking action is introduced
into the virtual excitations of Eq. (6B) by optically excited electrons.

In a many electron treatment one sees that from the sum over k' in that
equation any states occupied by photo-electrons must be omitted, - the result
of the Pauli exclusion principle. By symmetry we see that this is equivalent
in its effect on coupling to creating holes in the occupied portion of the
coupling band. (The restriction, to vertical virtual processes in the case
of ferromagnetism, see below, makes this equivalence even more evident.}

The special magnetic sensitivity to electron occupation of the coupling band
encountered with RKKY(S’IS'IS) here then leads to light sensitivity as a
result of blocking of virtual Cr-3d excitations, as well as the optical
formation of valence band holes.

In addition, as stated in the Introduction, one must consider the con-
tribution to photoferromagnetism by the electrons optically excited into
the upper chromium band giving magnetic coupling on their own merit, i.e.,
acting like coupling electrons in the partially filled conduction band of
a metal. Because here there is no obvious band gap in the denominators of
Eg. (6B), one might suppose that these electrons are more effective at
coupling. However, we note that for a ferromagnetic lattice, the magnetic
interaction of one spin with all the others involves a sum over lattice spin
sites, S, given by

S = LF(R,-Ry) (7)
B

It follows that virtual transitions in Eq. (6B) which contribute to S§ are

limited to having (k-k') be a reciprocal lattice vector in a free electron

(8,17)

picture , and here implies vertical processes on a reduced band scheme.

As a result the denominators remain of the order of band separations.
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Further, as regards what is probably the most important of these virtual

vertical processes for the excited chromium electrons, namely those to the

selenium valence band, they are blocked by the exclusion principle. For
this reason we suspect the blocking action exerted by the excited Cr-3d4
; electrons, as it affects the RKKY coupling of the ground state of the mater-

ial, is probably the larger optical effect.
In comparing the RKKY coupling with that due to other known localized

mechanisms we notice that the latter generally are formally at least of

b third order in perturbation theory.(ll) Super-exchange depends upon an

‘ (18)

[ < energy difference that arises in a third order expression, (it is, thus,

. a fourth order effect). This energy difference itself corresponds to spin

up and down of the excited Cr£+ electron, and, presumably is small on a

2+, Cr3+ band slitting. 1Indeed, we have neglected it in our

! 3 scale of Cr
! formulation. On the other hand there is no reason why the one-center coulomb

exchange terms appearing in the second order expression of Eq. (6B) should be
small relative to band splitting, (=1lev.) Finally, one needs to inquire

. 4 as to the extent to which Cr; excited orbitals are coupled into the selenium

valence-electron Bloch states. Kambara et al. in their energy band calcula-

tions found ionicities of crl-24 (Cr1'82)2(Se—1'39

), as compared to the
: . . . +2 +3 -2
i fully ionized configuration Cd “(Cr )2(Se )

p‘&l 3

e This strong hybridization
is likewise evident from the "repulsion" between the upper chromium and the
selenium band. Thus, the Cr2+3d-Se2_3p coupling can in practice be regarded
as of order unity. All these considerations put together raise the very
real possibility that the explanation for the occurrence of photoferromag-

netism in CdCrZSe lies with the Cr2+ itinerant electron coupling proposed

4
here.

Lastly we note that the interconnection between the RKKY magnetism of
the ground state and photoferromagnetism may allow one to estimate the latter
in terms of magnetic parameters characterizing the ground state. At the same
time a careful machine calculation of CdCr Se, based on a paramagneti’c state

(19) 2

is now underway. This will make available to us sufficiently realistic

Bloch orbitals to allow us to evaluate the magnetic coupling and opto-

o e e bl

magnetic response of the model from first principles.
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ABSTRACT

Photoemission spectroscopy has been used to investigate the valence
band of CdCrZSe4 and chrzs4. The occupied d-bands for both materials have
been found to lie below the top of the valence band. These results are in
qualitative agreement with recent band structure calculations and establish
the electronic structure of these materials. Implications for the unusual

behavior of their transport properties and absgorption edge are discussed.
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Chraomium chalcogenide spinel magnetic semiconductors have attracted
great attention because of the interaction between their magnetic and
electronic systems. It has become apparent that the dominant role in these
processes is played by excitations in the d-bands rather than in the valence
and conduction bands. The locations of the d-bands contributed by the
stoichiometric Cr, however, have remained controversial. Using synchrotron
radiation photoemission, we have examined the valence band density of states
and resolved this question for CdCr25e4 and CdCr254, the two best known Cr
spinels. Our investigation reveals that the filled d-bands lie below the
top of the valence band for both of these materials. These results have
important implications for theories of the unusual behavior of their
absorption edge and transport properties and facilitate the interpretation
of the optical and transport data.

CdCr25e4 and CdCrzs4 are ferromagnetic semiconductors which order at
130 K and 84 K, respectively. Interest in these materials stems from the
strong interaction between their carriers and spins, typified for CdCr25e4
by an absorption edge which shifts to the red with decreasing temperaturel
and unusual transport properties. The effect of magnetic ordering upon the
transport properties manifests itself as strong negative magneto—resistance2'3
as well as resistivity and Seebeck coefficient anomaliesz'4 in the vicinity
of the Curie temperature, Tc. Even more interesting is the converse effect
in which variations in carrier concentration produce changes in the ordering
temperature. This has been observed for equilibrium carrier concentrations
controlled by doping in HgCrZSe45 and CdCrZSe4.6 Moreover, dynamic effects
produced by optical illumination have been reported for CdCrZSe4. A
feature common to all these manifestations of carrier-~spin coupling in
chromium chalcogenide spinels is that they are only significant for n-type
material.

Attempts to explain these effects have been handicapped by the poor
understanding of the electronic structure of these materials which has
persisted despite a multitude of optical investigations. There has been no
general agreement on the assignment of the optical transitions found, and
the observation of luminescence at an energy significantly greater than that
of the absorption edge8 has further complicated matters. This situation has
improved somewhat with the recent publication of band structure calculations
performed for CdCrZSe4lgnd CdCrzs4 using extended Hiickel9 and discrete
variational Xa (DV-Xa) methods. The octahedral symmetry of the Cr site
splits the free ion d-levels into a three-fold orbitally degenerate tzg lower
state and a two-fold orbitally degenerate eg upper state. Intra-Cr exchange

introduced a large splitting between the spin components of these states and

s
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3
:
4
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pushes the levels with antiparallel spin into the conduction band.g'10

Although significant mixing with anion valence states occurs,10 for
simplicity we shall retain the tzg and eg labels for the d-bands.
Additional clarification of the electronic structure has been provided

by the photoluminescence investigation of Yao et al.11

which explained the
large discrepancy in energy between the absorption edge and the emission
by identifying the fundamental gap (valence band to conduction band) for
CdCrZSe4.
fundamental gap while d-bands in this gap are responsible for the absorption

edge at lower energy.11 Although the band structure calculationsg'10 are

They found that luminescence results from transitions at the

in qualitative agreement with the photoluminescence and other optical mea-

surements, until now there has been no unambiguous experimental determination
of which d~bands (the filled tzg'
gap and control the transport properties and the position of the absorption

unfilled eg, or both) occupy the fundamental

edge.

The experiments were performed using synchrotron radiation from the
240 MeV storage ring at the Synchrotron Radiation Center of the University
of Wisconsin-Madison. Details of the apparatus and techniques used can be
found in Ref. 12. The CdCr.Se, crystals were grown by the flux method13

2774

the CdCrzs4 samples were grown by vapor transport.14 The lattice parameters

were verified by x-ray powder patterns and spectrochemical analysis revealed

and

only trace impurities. As an additional test samples were subjected to
scanning electron microprobe analysis and no variations in composition were
found across the faces. Clean surfaces were obtained by grinding in situ
under ultra-high vacuwum and photoemission spectra from before and after
grinding were comparzd to insure that no surface contamination remained.
All measurements were made at room temperature.

Figures 1 and 2 show the photoelectron kinetic energy distribution
curves (EDC's) for CdCrZSe and CdCrZS4, respectively. The positions of the
254 and, with the exception
as well. This indicates that the spectra are

4
peaks are independent of photon energy for CdCr
of two features, for CdCrzse4
true representations of the valence band density of states. The large peak

at the left in both Figures 1 and 2 is the Cd 44 core level which has been

observed at roughly the same position for the non-magnetic semiconductors

CdInzse415 and CdIn254.16 For both Cr spinels there is a feature just below

the top of the valence band which is enhanced relative to the rest of the
valence band with increasing photon energy. This is the expected behavior

of the matrix element for d to £ tr:ansit:ion:-x.r7 Indeed, for the related

non-magnetic semiconductors CdInZSe4 and CdInzs4 which contain no d-bands,

the upper valence band states exhibit just the opposite dependence on

15,16

photon energy. Accordingly, we identify these features as the

occupied tzg d-bands. The DV-Xa calculation also predicts approximately
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Fig. 1.

CdCrzse4 EDC's shown for
photon energies ranging from
15 eV to 50 eV. The zero of
energy has been assigned to
the top of the valence band,
Ev' The filled t2g d-band
corresponds to the peak at
-1.45 eV which is eunhanced
with increasing photon

energy.
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CdCrZS4 EDC's shown for
photon energies range from
40 eV to 50 ev.

of energy has been assigned

The zero

to the top of the valence
band, Ev' The filled tZg
d~band correspond to the
peak at -1.65 eV which is
enhanced with increasing
photon energy.
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this position for the parallel spin t states and we conclude that the

29
correct electronic structure for these two materials is that illustrated in
the occupied d-bands are located 1.45 eV below the

they are 1.65 eV below the top of

Figure 3. For CdCrZSe4

top of the valence band and for CdCrzs4

the valence band.
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Fig. 3. The electronic structure of CdCr25e4 and CdCrZS4 based upon

photoemission and photoluminescence data. Only the parallel spin

tzg and eg d-bands a:r< shown; the antiparallel components are in
the conduction band. The fundamental gap is Ec—Ev. For CdCrZSe

EV-Et is 1.45 ev and for CdCrzs4 it is 1.65 eV. The absorption
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edge is given by Ee Ev'
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The extended Hiickel calculation9 gives the same size fundamental gap

8,11
for CdCr25e4

both the parallel spin tzg and eg bands in the fundamental gap for these

as the photoluminescence measurements. However, it places
materials in contradiction with the photoemission results. The ab initio
DV-X« calculation10 is more accurate and for CdCr25e4 it places the occupied
t band just below the top of the valence band in agreement with our

29
measurements. For CdCr S4, however, the calculation disagrees with our

photoemission data and zhows the filled d-band extending above the top of

the valence band. These comparisons are valid even though the measurements
were done for the paramagnetic state while the DV-Xa«a calculations are for the
ferromagnetic state. This is because the spin-splittings for the valence
band {(~.1 eV)10 are negligible on the energy scale of interest. Moreover,
intra-atomic exchange (~3 eV) largely determines the spin-splittings of the
d-bands so the positions of these differ little between the paramagnetic and
ferramagnetic state.

Our results and the DV-Xa calculation for CdCrZSe4 are consistent with
the available transport measurements. Lehmann and Harbeke18 reported
electron mobilities two orders of magnitude smaller than hole mobilities for
CdCr25e4. This has been interpreted as indicating hole conductivity takes
place in wide bands while electron conductivity occurs in narrow bands.

This is the behavior expected for the electronic structure of Figure 3
which requires that holes be in the valence band while electrons are in the
relatively narrow eg band. Although similar mobility measurements are
lacking for CdCrZS4, we expect identical behavior since our data indicate
that its electronic structure is qualitatively the same. 1In the absence

of small polaron formation this electronic structure requires that donor
levels lie below the parallel spin eg band for the material to be semi-
conducting. Shallow donor levels associated with the conduction edge

(Ec in Figure 3) would result in metallic conductivity for n-type material
rather than the activated conductivity observed above Tc.2 For the present
this question remains open since the paramagnetic state is one of great
disorder for the eg band and facilitates small polaron formation.19

The location of the filled d-bands below the top of the valence band
has important implications for the carrier-spin coupling. It is now possible
to conclude that only transitions from the top of the valence band to the
empty e_ band contribute to the absorption edge. The latter corresponds to
the energy difference Eé - Ev in Figure 3. Since the fundamental gap for
CdCrzse4 (Ec - Ev in Figure 3) increaseslyith decreasing temperature as is
typical for non-magnetic semiconductors, the red-shifting absorption edge
results from a lowering of the eg band extremum Eé with decreasing
temperature. This can occur as either a rigid shift or broadening of the eg

band as a function of magnetic ordering. 1In addition, the existence of

c-8
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anomalies in the transport properties near Tc only for n-type material
indicates that these effects as well are associated with the eg band. The
resistivity peak near Tc can be explained by an increase in electron 20
mobility below Tc if the e_ band broadens with increasing magnetic ordering.
However, Hall measurements indicate that the reduction in resistivity is
produced by a large increase in electron concentration.4 Although these
questions have yet to be resolved, the verification of the electronic
structure in Figure 3 for CdCrzse4 and CrCrZS4 demonstrates why similar
effects of magnetic ordering are not observed for hole conduction since
this occurs in the valence band. It also requires that any realistic theories
of these effects take into account that the parallel spin e_ band is
responsible for both electron transport and the red shifting absorption edge.
The crystals were grown by D. Guenther. We wish to thank the staff
members of the University of Wisconsin Synchrotron Radiation Center for
their hospitality and invaluable agsistance. Acknowledgement is also due
A. Lempicki, R.W. Davies, and E.J. Johnson for much helpful discussion. Work
at GTE Laboratories was supported in part by the Air Force Office of
Scientific Research under Contract No. F49620-79-C-0182. Work at the
University of Wisconsin was supported in part by NSF under Grant No. DMR
78-22205. The Synchrotron Radiation Center is supported by NSF Grant No.
DMR 77-21888.
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] Photoluminescence at the fundamental gap has
been used to clarify the electronic structure
[ of the ferromagnetic semiconductors CdCr,Se, and

CdCr,S,. For the latter this is the first report
of band gap emission. For CdCr,Se, luminescence

spectra and decay have been measured and analyzed <
. as a function of temperature and the quantum 3
< efficiency has been determined at 77 K. Implications
b of these results for recent band structure
calculations and photoemission measurements are
considered.

P

Chromium chalcogenide spinel magnetic semiconductors have attracted
considerable interest because of the interaction between their electronic and
magnetic systems. Despite the large amount of effort directed toward these

materials, their electronic structure has remained controversial. We report
photoluminescence measurements which identify the fundamental gap for the
two most extensively studied Cr spinels, CdCr,Se, and CdCr,S,. In

combination with a recent photoemission investigation,! these measurements

determine the qualitative electronic structure of these two compounds.

CdCr,Se, and CdCr,S, are ferromagnetic semiconductors which order at 130 K

and 84 K, respectively. These materials have attracted special attention
because of the strong interaction between their carriers and spins, typified
for CdCr,Se, by an absorption edge which shifts to the red with decreasing

temperature? and unusual transport properties in the vicinity of the Curie
temperature.® In addition, CdCr,Se, displays optically induced permeability

| e g

. changes® which may result from magnetization changes.® Attempts to explain
these effects have been handicapped by the poor understanding of the
electronic structure of chromium chalcogenide spinels which has persisted
despite extensive study by a wide variety of optical and transport
techniques. Photoluminescence was first observed for CdCr,Se, by Veselago

N et al.®* who attributed it to transitions between crystal field split states of

Cr3+ (R-line emission). This luminescence is difficult to assign because it
lies at higher energy than the absorption edge (1.8 eV vs. 1.2 eV at 77 K).
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Recent photoluminescence measurements by Yao et al.’ have reinterpreted this
as band gap emission. Using photoconductivity, Larsen and Wittekoek® found
a band gap of 2.5 eV for CdCr,S, but did not observe luminescence at this

energy. New insight into the electronic structure of these materials has been
added by band structure calculations performed using the extended Huckel?®
and discrete variational Xa!® (DV-Xa) methods.

The octahedral symmetry of the Cr site splits the free ion d-levels into a
three-fold orbitally degenerate t29 lower state and a two-fold orbitally

degenerate eg upper state. Intra-Cr exchange should introduce a large

splitting between the spin components of these states. With regard to the
electronic structure, the most important questions concern the locations of
these d-bands with respect to the p-like valence band and s-like conduction
band. To experimentally clarify the electronic structure of CdCr;S, we have

measured quantum efficiency at 77 K as well as luminescence decay, line
shape, and line position as a function of temperature. In addition, we report
the first observations of fundamental gap luminescence for CdCr,S,.

The experiments were performed with use of cw, nanosecond-pulse, and
picosecond-pulse excitation. For line shape analysis, low power (<10 mW) cw
excitation was provided by the 488 nm line of an argon ion laser. A
nitrogen-laser-pumped dye laser system was used to excite CdCr,S,. With

both these excitation sources the emission was analyzed with spectrometers
and detected with conventional photomultipliers. In the decay measurements,
picosecond excitation was provided by a frequency doubled (530 nm), mode-
locked Nd:glass laser (pulse width = 6 ps) with detection by a 10-ps-
resolution streak camera used in combination with bandpass filters. Single
crystal samples typically 1 mm on a side were mounted in optical cryostats
and cooled by flowing N, gas.

The CdCr,Se, crystals were grown by the flux method?! and the CdCr,S,

samples were grown by vapor transport.'?. The lattice parameters were
verified by X-ray powder patterns and spectrochemical analysis revealed only
trace impurities. As an additional test, samples were subjected to scanning
electron microprobe analysis and no variations in composition were found
across the faces.

The luminescence decay measurements for CdCr,Se, revealed a lifetime of 25

ps at 77 K which decreases to a few picoseconds at 250 K. These very short
lifetimes indicate that the relaxation of the excited state is dominated by
nonradiative decay or transitions to intermediate states. This conclusion is
confirmed by quantum efficiency measurements made by comparing the 1.8 eV

emission to that of Rhodamine 6G. An efficiency of 10-4 was found in this
way. This value is probably an underestimate because of the strong self-
absorption at this energy. Combining the decay and quantum efficiency
6

measurements produces a lower limit for the radiative transition rate of 4X10
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sec-]. This is too large a value for a parity forbidden transition and
precludes the possibility that the transition is between crystal field 3d® states
of Cr for which the transition rates are at least three orders of magnitude
smaller.

The decay measurements are also useful in explaining why the absorption
edge is at lower energy than the luminescence in these materials. For
compound semiconductors, one expects the band states to be strongly coupled
to polar optical modes!® and relax via intraband, phonon-emitting processes
on a subpicosecond time scale.!'* The 25 ps decay time at 77 K requires a
gap or bottleneck between the levels involved in the radiative transition and
the lower-lying ones involved in the 1.2 eV absorption edge. The simplest
electronic structure consistent with this requirement has a 1.8 eV fundamental
gap, Eg, with d-bands in this gap responsible for the absorption edge. From

absorption and photoluminescence data alone it is not possible to determine
whether the d-bands in the gap are the filled t29’ unfilled eg’ or both.

As a further test of the nature of the CdCr,Se, emission, the temperature

dependence of the peak was measured. This shifts to the blue with
decreasing temperature in contrast to the absorption edge which shifts to the
red. For interband transitions the luminescence peak lies from 3kT to 2kT
higher in energy than Eg depending on whether the transition is direct or

indirect.'® Using this relationship between Eg and the luminescence peak

yields a band gap with the quadratic temperature dependence typical of non-
magnetic semiconductors.!® The line shape analysis also indicates that the
emission involves band states. Under moderate excitation conditions free
carriers are described by a Maxwell-Boltzmann distribution.!?® The Boltzmann
factor will accordingly appear in the line shape of the recombination radiation.
By fitting exponentials to the high energy edge of lines measured at low
excitation levels, we deduced carrier temperatures which fell within
experimental uncertainty of the sample temperatures over the range 80 to 200
K. The carrier temperature is expected to deviate little from that of the
lattice at these high sample temperatures and low excitation levels.

In contrast to the single line observed at 1.8 eV for CrCr,Se,, the
fundamental gap photoluminescence of CdCr,S, consists of several rather weak

lines extending from 2.5 eV down to 2.3 eV. These were observed under
pulsed excitation at 450 nm and a temperature of 77 K. Although lifetime and
temperature-dependence measurements are not yet available, it is possible to
conclude that the fundamental gap of CdCr,S, is =2.5 eV. This is in

agreement with the value obtained by photoconductivity.® The emission lines
at lower energy are likely due to traps.

Recent photoemission measurements by Miniscalco et al.! have determined that
the occupied t29 d-bands lie below the top of the valence band for both

CrCr,Se, and CdCr,S,. By combining the photoemission and
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photoluminescence results it is possible to ascertain that it is only the unfilled
eg band which occupies the fundamental gap. The experimentally determined

electronic structure qualitatively supports the band structure calculations.

- The extended Huckel calculation gives 1.7 eV for the band gap of CdCr,Se,

———c e o

and the 2.5 eV for CdCr,S,.° The corresponding values from

photoluminescence are 1.8 eV and 2.5 eV. However, the Huckel calculation
places both the t"g and the eg bands in the fundamental gap in contradiction

with the photoemission measurements. The DV-Xa calculation gives larger
values for E_ than photoluminescence, 2.3 eV for CdCr,Se, and 2.6 eV for

CdCr,S,.!'* For CdCr,Se, it places the t2g band below the top of the
valence band in agreement with the photoemission results. For CdCr,S,,
however it disagrees and shows the t"g band extending above the top of the

valence band. These discrepancies remain to be resolved.

The crystals were grown by B. C. McCollum, J. Kafalas, and D. Guenther.
We wish to acknowledge much helpful discussion with T. Kambara, E. J.
Johnson, S. J. Nettel, and R. W. Davies. This work was supported in part
at GTE Laboratories, Inc. by AFOSR contract No. F49620-79-C-0182 and at
The City College of New York by grant No. AFOSR-80-0079.
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APPENDIX E

MATRIX ELEMENTS FOR THE IRREDUCIBLE REPRESENTATIONS

OF THE DOUBLE GROUP OF O

7
h

AT SIX HIGH SYMMETRY POINTS
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TABLE E-1
- POINT (ZONE CENTER)

The necessary matrix elements at the TI'- point, in particular, the
matrix elements for the extra representations I%t, F7i, Féi are listed in
Tables A9-8 and A9-11 of Slater's book.42 It should be noted that Slater's

rs representations are not unitary. This can be remedied using a pro-

8
cedure described by Tinkham.43 b
Note: The notation for the various symmetry operations, Rl' R2, R3....is i

identical to that which appears on page 28 of Slater's book.42

TABLE E-2 #
THE EXTRA REPRESENTATION AT THE X-POINT

1 0 0 0 0 i 0 0
o 1 0 o ~[i o0 o o
Xg(Ry) = g o0 1 o Xg(Ry)) = o o0 o0 i
0o 0 o0 1 0 0 i 0
01 0 0 i 00 0 ]
f-1 0 0 o _fo-i o0 o
Xg(R3) = { o o 0-1 Xg(Rg) = Lp 0-i o0 {
0 0 1 0 0 0 0 i
1 i 0 o 1-i 0 0
_a i 10 0 1 f[-i 1 0 o
¥s(R1z) = == o 0-1-1 X5 (Ryq) — \o o-1 i
0 0-i -1 v 0 0 i-1
i 1 0 o -i-1 0 0
1 -1 i 0 o 1 1 i 0 0
X5(Ry ) = Z\oo0-i1 Xg(Ryg) = J2 \ 0 0-i-1
0 0-1 i 0 0 1 i
i
—
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TABLE E-3
THE EXTRA REPRESENTATIONS AT THE L~POINT

(RN

(a) The One-Dimensional Extra Representations at the L-Point

Ry Rg Ry Rjg Ry Ry K Rg Ry Fig Ry Hyy
LT; 1 -1 -1 i i i 1 -1 -1 i i i
L; 1 -1 -1 -i -i -i -1 1 1 i i i
L; 1 -1 -1 -i -i -i 1 -1 -1 -i -i -i
L; 1 -1 -1 i i i -1 1 1 -i =i -i :

(b) The Two-Dimensional Extra Representations at the L-Point

s (10 p 1 [1-i  -1-i
Le (®y) ‘(o 1) Leg Rg) =3 (1-1 1+i)

+ _olf 14i 14 £ v 1 (—i 1)
L g (Rg) _\/2—(-1+i 1-1) 6 (Rig) Wakx k'

' 1 (i-i PR 0 -1+ :
LI (R, =5 ( . ) L ; (R,,) =
21) Fv2 -1 -3 6 '"23 2
2
1+4i

V2

N i+

t p] 1
The matrices for the remaining 6 improper rotations, Rl' R5, R9, ng,

R21, R23, may be obtained using the relation
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TABLE E-4
THE EXTRA REPRESENTATIONS AT THE W-POINT

(a) The One-Dimensional Extra Representations at the W-Point

1 L L] 1]
Ry Ry Ry Rig Ry Ry Ry Ry

Wy 1 i 1+i 1-i 1-i 1+1 i -1
V2 V2 V2 V2

W4 1 i -1-i -1+1i -1+3 =-1-i i -1
vZ vZ V2 V2

ws 1 i 1+i 1-i -1+1 -1-i -i 1
) V2 V2 V2

W6 1 i -1-i -1+i 1-i 1+i -i 1
V2 V2 vz V2

(b) The Two-Dimensional Extra Representation at the W-Point

10 -i 0
W. (R,) =( ) W, (R,) = ( )
7T o 703 0 -i

1+4i 7/ 01 1-i 40 -1
W, (R, ) = 1% ( ) W, (R, ) =+ )
7 715 2 \-10 7160 5 (1 0

~

' 1-i 1 0° ' +i -10
wm)=——( ) W, (R}) =% ( )
2 vz \o-1 4

' _ 40 i _ ' _ ({01
N B R

~

e e
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With }_{x = kx % the reduced wave vector at the A - point, and with
% (1,1,1), we define a parameter ! k.7
a=e X
The matrices are then as follows:
_ _ {10
b6 (R) = 45 (Ry) = (o 1)
_ {0 i)
Ag (Ry) = 4, (R =g
- 1 -i1
A, (Rig) = - A, (R = 1 )
s (Rio 7 R = 5 (W
4 (Rpg) == 45 (Ryg) - 1 ('i 'i)
V2
v _ ' _ 01
4 (R3) 47 (R3) "‘(-1 o)
' — ' _ i 0
A6 (R4) A7 (R4) = a (0 —i)
' ' -« 1 i)
% (Riz) = — 4y Ry = = (i 1
A (Ry,) 8, R = = 1-i
V2 (—i 1

TABLE E-5

THE EXTRA REPRESENTATIONS AT THE A- POINT

e

ik, a/4.




TABLE E-6
THE EXTRA REPRESENTATIONS AT THE A - POINT

(a) One Dimensional Extra Representations a2t the A - Point

R, Rs Ry Rig Ro1 Ry3 i
Ag 1 -1 -1 i i i '
As 1 -1 -1 -i -i -i

(b) The Two-Dimensional Extra Representation at the A - Point

_ (10 _ 1 [1-i -1-i
Ag (Ry) = (o 1) Ag Rg) = 3 (1-1 1+i)

_ 1 14i 14i _ 1 (-i1
Ag (Rg) = 3 (—1+i 1-1) Ae (Rigd = = (-1 i)

- 1 i-i _ 1 0 -1+i
Ae Rn) = & (—i-i) he (Rp3) = ~ (1+i 0 )

Akt il







